


Casting Rope


📄 Description
Casting ropes are strong, durable ropes used primarily in veterinary practice for safely restraining large animals such as cattle, horses, and buffaloes during casting procedures. Casting refers to the controlled laying down of an animal for medical treatment, examination, or surgery. These ropes are designed to withstand heavy loads, reduce injury risks, and provide secure control.

📏 Specifications
· Material: High-tensile synthetic fibres like polypropylene or nylon for strength and durability
· Length: Common lengths range from 10 to 15 meters
· Diameter: Typically 10–15 mm for optimal grip and strength
· Colour: Usually bright colours for visibility in farm environments
· Features: UV resistant, abrasion-resistant, flexible but strong

🧬 Types & Variants
· Braided polypropylene ropes
· Twisted nylon ropes
· Elastic casting ropes with shock absorption
· Specialized ropes with loops or knots for ease of handling

⚙️ Usage
· Used to cast large animals safely onto their side for examination, surgery, or treatment
· Provides firm control to minimize stress and injury
· Essential tool in veterinary hospitals and farms
✅ Advantages
· High strength and durability
· Resistant to weather and abrasion
· Flexible for easy tying and knotting
· Improves safety during animal handling

⚠️ Disadvantages
· Requires skill to use properly to avoid injury to animal or handler
· Synthetic ropes can fray over time and need inspection

🛑 Precautions
· Always inspect rope for damage before use
· Use proper techniques for tying to avoid choking or injury
· Never leave tied animals unattended

🙌 Handling Instructions
· Store in dry place to avoid mildew
· Clean by rinsing with water; avoid harsh chemicals
· Coil properly to prevent kinks and tangling

🧼 Sterilization Details
· Not typically sterilized but should be cleaned regularly to prevent contamination

📊 HSN & HS Code
· HSN Code: 5607.90 (Ropes, cables, plaited bands and the like, other than those of heading 5607.10 to 5607.40)
· HS Code: 5607.90.90

👨‍⚕️ Human Application:
Not applicable

🐾 Veterinary Application:
Used for safely restraining and casting large animals like cattle, buffalo, and horses during veterinary procedures

❓ Frequently Asked Questions (FAQs)
1. What materials are casting ropes made from?
Mostly synthetic fibres like polypropylene or nylon for strength and durability.
2. How long is a typical casting rope?
Between 10 and 15 meters, depending on the animal size.
3. Can casting ropes be reused?
Yes, with proper inspection and maintenance.
4. Are there special knots for casting ropes?
Yes, proper knot techniques are essential for safety and effectiveness.
5. Is casting rope suitable for smaller animals?
No, usually used for large animals; smaller animals require different restraint methods.
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